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WILSON 4

SERVICE COMPANY

TEMPERATURE SURVEY

Casing Size Casing Depth Diam of Hole Depth
7 from to ~fromg 3/4" to___
................ from ______to S ¢ . . - S to
Date of Cementing JLIT/85 Time. . 12:45 pm
Date of Survey.. . 1117/85 Time.. . _8:00 pm
Amount of Cement. . 165 gx. 65/35. Poz. w/6 gel + 2% (‘:;(‘1
....... fLB_Eerlltejsx +.100. sx. cl B w/2% -CaCl,

Recorded by Ebert/Hodnett _ -~ Witnessed by .
REMARKS OR OTHER DATA
FC 3411 . - ’

TEMPERATURE IN DEGREES FAHRENHEIT
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