B. & R.
SERVICE COMPANY

TEMPERATURE SURVEY
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APPROX. TOP CEMENT ! 800! e

Survey Begins at._. 500 ____Ft Ends at . .. .1240_ ____Ft
Approx. Fill-Up . .. 84%  _ Max. Temp. 97° @ 1540
Log Measured From Ce Fo __ Run No. ...V

Casing Size Casing Depth Diam of Hole Depth
- 5'&' from 0 to 2154 7% from to 2154

Date of Cementing NOVEMBER 23, 1957 _ Time. 92:00 A.M.

Date of Survey . . NOVEMBER 23, 1957 Time 6200 _P.M.
Amount of Cement . 200 SACKS Type_?01-59¢_.,fjpzm X
Amount of Admix . 20 SACKS bl m _____ —
Recorded by . SMITH - Witnessed by y V. "W ¥RE)-\
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