WILSON
SERVICE COMPANY

TEMPERATURE SURVEY
COMPANY ... El Paso Natural Gas Co.

APPROX. TOP CEMENT ... ... . 2300 . ooreeeeee.

Survey Begins at . 1500' ___Ft Ends at. ... 3355, Pt
Approx. FillUp .. . . . Max. Temp. ... 155
Log Measured From ... ... "> RS -3

Casing Depth 3/n
................ to ... 8% __ from_

Date of Cementing ... . 6/1/79 Time.._ As_per report,
872719 Time  12:66 Midnig

Daie of Survey ... .

Amount of Cement 8 Q. Scka 63/35.Class B Poz 6% Gel 2% CACL + 100
o .._....Scks Class B 27 CACL.

Recorded by .. _. . . Griffey .. _____ —Witnessed by..

REMARKS OR OTHER DATA
O0jo Alamo 2390°'.

TEMPERATURE IN DEGREES FAHRENHEIT

' FORM 432-2
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