- WIL SON 1.
SERVICE COMPANY
TEMPERATURE SURVEY

Approx. Fxll-Up ..................................... Max. Temp.
Log Measured From. . . KB___..._.Run No. R 1

asing Sise Cusing Depth  Diam of Hole (3% Depth
A5 2% from ek enee to ... _from J’Hf to .
et from ... to . - from to.

Date of Cementing . /21482 __ Time....._7:15.P4
Date of Survey.. 1/22/82 Time...__7:30 AM
Amount of Cement .. . 120 Sks_63/33 Poz 75 Sks 50/50 Poz,

Recordzd by -..Ferson Witnessed by...

S "REMARKS OR OTHER DATA
Float at 26172'. '
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