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WILSON
SERVICE COMPANY

TEMPERATURE SURVEY

Log Measured From X8 Run No. ... 1

‘Date of Survey .| 6/11/79 ... — Time... _10:00 PM_____|

Amount of Cement 125 Scks 65/35 Class B Poz 6% gel 24 CACL +
100 Scks Class B 2% CACL,
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