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SPUD PATE:  2-13-69

2-13-69: Ran 16 joints of 243 8R J-55 8-5/8" casing set at 478'. Cemented with 350 sacks
of Class "H", 2% CaCl. Plugged down at 8:30 a.m., 2-14-69. Circulated out 50
sacks of cemznt. Tested casing with 1000#, held okay. WOC 13 hours

CASING WAS

TED WITH OPTIOH NO, -2 AS TFOI LOVWS:

. Volume of cewmont slurry - 275 cu. ft.

Class "H" cement with 2% CaCl.

. Approximate tempevature of slurry - 60°,

Estimated minimum formation temprrature - 70°,

Fetimate of strength at time of testing - 1050# per sq. in.
Actual time in place prior to starting cement test - 13 hours,
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