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Drilled well to a total depth of 3950'. Ran 90 joints (3953.14') of 7" 0D, 23 1b/ft,
J-55, ST&C casing and landed at 3950' RKB. Cemented casing with 250 sx of API Class-—
C cement containing 3% Econolite 1/2 1b/sx Floseal and 5 1b/sx Gilsonite followed by
300 sx of a 50-50 blend of API Class-C cement and Pozmix "A" containing 9 1b/sx salt and
1/2 1b/sx Floseal. Plug down at 5:15 p.m. 12-13-8l. Pressure tested casing to 1500 psi.
Released rig at 3:30 a.m. 12-14-81.
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